
Disclosure to Promote the Right To Information

Whereas the Parliament of India has set out to provide a practical regime of right to 
information for citizens to secure access to information under the control of public authorities, 
in order to promote transparency and accountability in the working of every public authority, 
and whereas the attached publication of the Bureau of Indian Standards is of particular interest 
to the public, particularly disadvantaged communities and those engaged in the pursuit of 
education and knowledge, the attached public safety standard is made available to promote the 
timely dissemination of this information in an accurate manner to the public. 

इंटरनेट मानक

“!ान $ एक न' भारत का +नम-ण”
Satyanarayan Gangaram Pitroda

“Invent a New India Using Knowledge”

“प0रा1 को छोड न' 5 तरफ”
Jawaharlal Nehru

“Step Out From the Old to the New”

“जान1 का अ+धकार, जी1 का अ+धकार”
Mazdoor Kisan Shakti Sangathan

“The Right to Information, The Right to Live”

“!ान एक ऐसा खजाना > जो कभी च0राया नहB जा सकता है”
Bhartṛhari—Nītiśatakam

“Knowledge is such a treasure which cannot be stolen”

“Invent a New India Using Knowledge”

है”ह”ह

IS 10512 (2003): Method for Determination of Wax Content in
Bitumen [PCD 6: Bitumen Tar and their Products]







IS 10512:2003

Indian Standard

METHOD FOR DETERMINATION OF WAX
CONTENT IN BITUMEN—SPECIFICATION

(First Revision)

ICS 75.140

GBIS2003

BUREAU OF INDIAN STANDARDS
MANAK BHAVAN, 9 BAHADUR SHAH ZAFAR MARG

NEW DELHI 110002

J(/niimy 2003

.,. ‘,,.

Price Group 4

  
  

 

 



Bitumen Tar and Their Products Sectional Committee, PCD 6

FOREWORD

This Indian Standard (First Revision) was adopted by the Bureau of Indian Standards, after the draft finalized by
the Bitumen Tar and Their Products Sectional Committee had been approved by the Petroleum, Coal and Related
Products Division Council.

This standard was published in 1983, which was largely based on UOP 46-64. Since the present method is having
the following disadvantages the Committee decided to revise the standard to align the same with DIN 52015:1980
‘Determination of paraffin wax content in bitumen’ in order to over come the disadvantages:

a) The method is not specific to ‘Paraffin wax content’ only but specifies the wax content which includes wax
and micro-crystalline wax,

b) The method does not mention the purity of ‘fullers earth’,

c) There is no mention of ‘Reproducibility’ in the method,

d) Fullers earth having the particle size within the range 10-35 p, is not available indigenously,

e) There is no mention about the availability of fullers earth,

f) The sieves required to check the particle size of fullers earth are not available indigenously, and

g) The wax content value varies with the quality of fullers earth.

The composition of the Committee responsible for formulation of this standard is given in Annex A.

In reporting the results of a test or analysis made in accordance with this standard, if the final value, observed or
calculated, is to be rounded off, it shall be done in accordance with IS 2: 1960 ‘Rules for rounding off numerical
values (revised)’.
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Indian Standard

METHOD FOR DETERMINATION OF WAX
CONTENT IN BITUMEN—SPECIFICATION

(First Revision)

1 SCOPE

This standard prescribes a method used for determining
the paraffin wax content of bitumen. The method is
applicable to bitumens having paraffin wax with
melting point above 25”C.

NOTE —Paraffhr waxes include only those hydrocarbons
crystal 1izing in an ether/ethanol mixture at temperatures down
to –20”C, obtained by a specified process and having a melting
point of above 25°C.

2 REFERENCE

The following standard contains provisions which
through reference in this text, constitutes provisions of
this standard. At the time of publication the edition
indicated was valid. All standards are subject to
revisions and parties to agreements based on this
standard are encouraged to investigate the possibility
of applying the most recent edition of the standard
indicated below:

IS No. Title

334:2002 Glossary of terms relating
bitumen and tar (third revision)

3 TERMINOLOGY

to

For the purpose of this standard, the definitions given
in IS 334 shall apply.

4 APPARATUS

4.1 Balance, readable and accurate to+ 0.5 mg.

4.2 Steam Bath

4.3 Heating Cabinet (Oven), for temperature at least
150”C.

4.4 Bunsen Burner

4.5 Thermometers, having least count at least 0.5°C.

4.6 Distillation Flask, as shown in Fig. 1, fitted with
cork stopper.

4.7 Sheet Metal Guard Ring, of about 18 mm inside
diameter and about 65 mm outside diameter.

4.8 Cooling Bath, as shown in Fig. 2.

4.9 Test Tubes, as shown in Fig. 2, fitted with spout
and bored cork stopper.

4.10 Funnel, as shown in Fig. 2.

4.11 Erlenmeyer Flask, 100 ml capacity, fitted with a
bored cork stopper (to be used as distillation receiver)
(see Fig. 3).

4.12 Test Tube, fitted with ground socket and a wash
bottle head fitted with ground cone (see Fig. 4).

4.13 Filtering Flask, 500 ml capacity.

4.14 Vacuum Pump

4.15 Evaporating Dish
NOTE— The apparatus for determining the paratlh wax content
is available with M/s Petrotest Instruments GmbH & Co KG,
Ludwig-Erhard-Ring 13, D-15827, Dahlewitz.

16*10

30

All dimensions in millimetres.

FIG. 1 DISTILLATIONFLASK
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OPENING

CONNECTOR FOR
FILTER FIASK 2200

,

OPENING FOR
INSERTION OF

WRBO N DIOXIDE

1 \/-&..

OPENING FOR
INSERTION OF
THERMOMETER /

All dimensions in millimetres.

FIG.2 COOLINGBATH
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GUARD RING

ICE WATER
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FIG. 3 SCHEMATICDIAGRAMOFDISTILLATIONARRANGEMENT

TEST TUBE
FlllED WITH
SPOUT AND

<

TEST TUBE
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n

FITTED WITH

STOPPER
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::

WASH BOTTLE

~’ *

FILTRATION

FIG. 4 SCHEMATICDIAGRAMOFFILTRATIONARRANGEMENT
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5 REAGENTS

5.1 Anhydrous Diethyl Ether, referred to in this
standard as ether.

5.2 Ethanol, Absolute

5.3 Reagent Grade Acetone

5.4 Petroleum spirit having the following
characteristics:

a) Density at 15 “C, g/ml : 0.690-0.705

b) Boiling range:
I) Initial boiling point, ‘C , A4in : 65

2) Collected volume of distillate, : 90
about upto 90 ‘C, percent by
volume

3) Drying point, ‘C, Mm : 95

c) Aniline point, ‘C : 59t061

6 PROCEDURE

6.1 Melt the bitumen sample, pour 25 + 1g into the
distillation flask and weigh to the nearest 10 mg ( MA).
Heat the distillation flask with a 150 mm high flame,
that has just ceased to be luminous, in such a way that
the first distillate drop is produced within 3 to 5 min.
The guard ring, loosely fitted on the distillation flask,
shall prevent possible burning of the cork stopper. Take
care that the vapours produced during distillation are
largely condensed. For this purpose, the distillation
receiver, weighed to the nearest 10 mg, into which the
lower bent end of the outlet tube projects to its full length
(see Fig. 3), shall be immersed as far as possible into a
mixture of finely reduced ice and water. There shall,
however, still be a field of vision to allow the rate of
distillation to be checked. Adjust this rate so that a
drop falls from the end of the outlet tube into the
distillation receiver approximately every second. When
no more drops are produced over a period of 10 s,
continue heating for a further 1 min with a completely
non-luminous flame until the flask glows red. Complete
the distillation in a maximum of 15 min. Do not transfer
the condensate left in the outlet tube after distillation to
the distillation receiver. Mix the distillate thoroughly
by gently warming it whilst at the same time carefully
swirling the receiver.

6.2 After cooling, weigh the distillate contained in the
receiver to the nearest 10 mg ( MJ. Depending on the
expected paraffh wax content, weigh to the nearest 2
to 4 g + 5 mg (mass Mc) of the warm distillate into the
test tube (provided with spout). If the paraflln wax
content cannot be estimated in advance, an initial mass
of approximately 3 g is recommended.

6.3 Dissolve the initial mass of distillate in 25 * 1 ml
of ether and add 25 * 1 ml of ethanol. Close the test
tube with a stopper fitted with a thermometer extending
down into the liquid and place the test tube in the cooling
bath. Cool the bath liquid by adding finely reduced

solid carbon dioxide to get sample temperature of
–20 * 0.5”C. A low temperature bath may be used.
Transfer 20+ 1 ml of an ether/ethanol mixture (as the
washing liquid), prepared in a 1:1 ratio, in the test
tube fitted with the wash bottle head and cool it in
the cooling bath to –20 + 0.5 “C.

6.4 Keep the sample temperature –20 *0.5 ‘C constant
until filtration is complete. Place the round filter paper
in the funnel standing in the cooling bath and connect
it to the filter flask. Quickly transfer the slurry of
crystals produced at –20 + 0.5°C to the filter. Rinse
the test tube with the cooled washing liquid. Re-adjust
the temperature of the washing liquid to –20 * 0.5 ‘C
and use it again for rinsing the crystal slurry in the filter.
Distribute the washing liquid as uniformly as possible
between the three washing operations.

6.5 Support the filtration by a gentle suction process
during which the vacuum pressure shall not fall below
5 kPa (50 mbar). As soon as no more filtrate is dropping
through, disconnect the filter assembly with vacuum
pump, lift off the filter using the pincers and place it in
the funnel situated over the evaporating dish, which
has been previously weighed to-the nearest 0.5 mg.
Dissolve ‘the crude par~ffin residue by carefully
spraying heated petroleum spirit over it. Dissolve in
the same way any paraffin that may be adhering to the
thermometer or to the test tube. Evaporate the mixed
filtrates in the evaporating dish over the steam bath.
To prevent the liquid creeping over the rim, carry out
the evaporation in a weak air or nitrogen stream. Dry
the residue for 15+ 1 min at 125 * 5 ‘C in the heating
cabinet and then allow it to COOL As soon as the
previously purified paraffin waxes have cooled down
but have not quite solidified, add 15 ml of acetone.

6.6 Dissolve the paraflin waxes by gently heating and
carefully swirling the evaporation dish. Make up any
acetone lost by evaporation. Cool the acetonelparaffln
wax solution in a water bath to 15* 0.5 ‘C and separate
by filtering the paraffin waxes. Then wash the
evaporating dish, the thermometer and the filter several
times with acetone brought to 15* 0.5 ‘C from a wash
bottle. The total volume of washing liquid shall be
30 ● 1 ml. Dissolve the paraffin waxes purified in this
way, by carefilly spraying them with heated petroleum
spirit and collect them again in the evaporating dish
already used. Then evaporate the collected liquid in a
weak air flow or nitrogen stream over the steam bath.

6.7 Dry the crystallized paraflln waxes obtained, at
125 * 5 “C for 15 * 1 min in the heating cabinet and
after cooling in the desiccator weigh them to the nearest
0.5 mg ( MJ. This final mass shall be between 50 and
100 mg. Otherwise, reject this result and repeat the
test with an appropriately changed initial mass of the
same distillate (Mc).

6.8 Determine the solidification point of paraffin wax
on the rotating thermometer.
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7 CALCULATION

7.1 For each test portion, calculate the paraffin wax
content, expressed as a percentage by mass, using the
following equation:

(MBx A’Q
x 100paraffin wax, percent~= ~MAXMc)

where

MA = initial massofbitumen, ing;
MB = mass ofdistillate received, ing;
Mc = initial massofdistillate taken up fortest, ing;

and
MD = final mass of paraffin wax, in g.

7.2 If the values measured for both test portions do not
differ by more than 0.3 percent by mass, determine the
mean of the two values. Otherwise, carry out a
determination on a third test portion of 25 g and take
the mean of the two values being the closest together.
These values, however, shall not differ by more than
0.3 percent by mass. If the first two values are
equidistant from the third, specify the third value.

7.3 If it is not possible to obtain a mean value from
these three values under the specified conditions, reject

all the three values and repeat the test on two further
test portions.

7.4 Express the paraffh wax content as a percentage
by mass; rounded to the nearest 0.1.

8 PRECAUTION

Never evaporate petroleum spirit on naked flame or on
a hot plate. Steam bath shduld invariably be used.

9 PRECISION

9.1 Repeatability

IfWo results are obtained by one and the same operator
under repeatability conditions, they are considered to
be acceptable and in accordance with the specifications
of this standard if they do not differ by more than 0.3
percent by mass.

9.2 Reproducibility

If two single and independent results are obtained in
two different laboratories under comparable conditions,
they are considered to be acceptable and in accordance
with the specifications of this standard if they do not
differ by more than 1.0 percent by mass.
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ANNEX A
(Foreword)

COMMITTEE COMPOSITION

Bitumen, Tar and Their Products Sectional Committee, PCD 6

Organization

Central Road Research Institute, New Delhi

Bharat Petroleum Corporation Limited, Mumbai

Building Materials and Technology Promotion Council,
New Delhi

Central Public Works Department, New Delhi

Central Fuel Research Institute, Dhrmbad

Cocbin Refineries Limited, Cochin

Dr Uppal’s Testing and Analytical Laboratory, Ghaziabad
Durgapur Projects Limited, Durgapur
Directorate General of Supplies and Disposals, New Delhi
Directorate General Border Roads, New Delhi

Engineer-in-Chiefs Army H.Q., New Delhi

Highway Research Station, Chennai

Hindustan Petroleum Corporation Limited, Mumbai

Hindustan Colas Limited, Mumbai

Indian Institute of Petroleum, Debra Dun

Indian Oil Corporation Limited (Marketing Division),
Mumbai

Indian Oil Corporation Limited [(R&D) Centrc], Faridabad

Indian 011Corporation (R&P), New Delhi

Indian Roads Congress, New Delhi

Lloyd Insulations (Iodia) Limited, New Delhi

Ministry of Surface Transport (Department of Surface
Tmnsport), New Delhi

Ministry of Defence (DGQA), New Delhi

Madras Refinery Limited, Chennai

National Test House, Kolkata

National Building Organization, New Delhi

Public Works Department, Government of West Bengal,
Kolkata

Public Works Department, Mumbai
Public Works Department, Uttar Pradesh

Public Works Department, Tamil Nadu

Representative(s)

PROFP. K. SIKDAR(Chairnran)

Smrr SurisLBowz(Alternate I)
DRP. K. JAIN(Alternate 11)

Smu J. A. JANAJ
DRNOBLEGEORGE(Alternate)

Smu R. K. CEWY
SrtsoB. ANSLKUMAR(Alternate)

SUFERINTSNDINGENGINEER
EXECUTtVSENGtNEER(Afternate)

DR(SHIUMA_@A. BHATTACHARYA
SW U. BHATTACHARYA(Afternafe)

.%rrrtV. PAILY
Swu R. VENUGGPAL(Alternafe)

Sma R. S. SmnuA
DRH. S. SARKAR
SrrruN. K. KAUSHAL
SHRIS. S. PORWAL

Sr+ruA. K. G~A (Alternate)

COLV. K. P. SINGH
LT$OL R. S. BHANWALA(Alternate)

DIRECTOR,
DEPUTYDIRECTOR(Alternate)

SrrruS. K. BHATNAGAR
SmtrA. S. PRABHAKAR(Ahernafe)

Sriltl p. RAL5NDRAN
Smu H. PADMANABHAN(Alternate)

Sma U. C. GUFTA
StrruMotm ANWAR(A/ternafe)

Srrro R. S. SISODIA
Smu P- KOMAR(Alternate)

Stuo B. R. TYAGI
Smu M. P. KALA(Alternate)

!+uu U. K. BASU
StmrS. K. PRASAD(Afternafe)

SrmuA. V. S1rw+A
SrrroASHOKWASAN(Alternate)

Smu Mor-rnKHANNA
Smu K. K. MIR (Alternate)

Sraa C. C. BHATTACHARYA
SW S. P. SINGH(Alternate)

Smu K. H. GANDHr
Sr+roA. K. SmarA(Alternate)

SHRIM. S~AYA~Summ
SHIUB. SAIRAM(Alternate)

Smu A. K. CHAKRABORTV
!%mS. K. AGARWAL(Alternate)

Smo A. K. LAL
SrrruA. G. DHONGADE(Alternate)

Srua AMITAVACHATIFRJEE
Smu I@nwuw NATHBASU(Alternate)

SrrrrrBORGEV. B.
SW V. P. BANSAL

DR.G. P .S. CHAUHAN(Alternate)

W-auN. DAYANANDAN
SsuuP. JAYARAMAN(Alternate)

(Continued on page 7)
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(Confinuedfrom page 6)

Organization

Regional Research Laboratory, Jorhat
SIP Limited, Kolkata

University of Roorkee, Roorkee
INS Directorate General

Representative(s)

DRR. C. BARUAH
SHRJT. K. ROY

SHRJS. BHANUSEKHAR(Alternate)

PROFH..C. MEHNOIRATTA
SHRJANIANKAR,Director & Head (PCD)
[Representing Director General (Ex-oficio)]

Member Secretary
DR(SHRJMATI)WJAYMALJK

Director (PCD), BIS

Methods of Test for Bitumen Tar and Their Products Subcommittee, PCD 6:1

Central Road Research Institute, New Delhi

Bharat Petroleum Corporation Limited, Mumbai

Ilhilai Chemical Private Limited, Ranchi
Cocbin Refineries Limited, Kerala

Durgapur Projects Limited, Durgapur
Highway Research Station, Chennai

Hindustan Colas Limited, Mumbai

1Iindostan Petroleum Corpomtion Limited, Mumbai

lndian Institute of Petroleum, Debra Dun

Indian Oil Corporation Limited (Marketing Division),
Mumbai

Lloyd Insulations (India) Limited, New Delhi

Madras Refinery Limited, Chennai

National Test House, Kolkata

Neyveli Lignite Corporation Limited, Neyveli

Steel Authority oflndia, New Delhi

SHRJSUMLBOSE(Convener)

DRP. K. JAIN(Alternate)
SHRIJ. A. JANAJ

DRNOBLEGEORGE(Alfernate)

SHRJO. P. NANGALLIA
SHRJV. PAILY

SHRJR. VENUOOPAL(Ahernate)
DRH. S. SARKAR
DMECTOR

DEPUTYDIRECTOR(Ahernate)
SHRIH. PAD~ANABHAN

SHRJVIJAYK. BHATNAGAR(Alfernote)

SHRiA. S. PRABHAKAR
SHRJS. K. BHAmAc.m(Alternate)

SHRJM. ANWAR
SHRJU. C. GOPTA(Alternate)

Sma R. S. SISODIA
SHJOV. P. GUVTA(Alfernate)

SHJUMOJUTKJIANNA
SHRIK. K. MITRA(Alternate)

SHRJM. S. SHAYA~SUNDER
SHRIB. SAMAM(Aliernate)

SHRJP. K. CHAKJMBORTY
Sr-nuS. K. AGARWAL(Afternafe)

DRS. SANJUANA~
SHJUA. BALASUBRAMANJAN(Alternafe)

SHRJS. K. JAIN
SHRJS. C. DASGOEL(Aliernate)
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